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PART # DescriptionHUB
7011 Non-ABS

7011 T ABS

SPECIFICATION

DESCRIPTION 10 STUD HUB USES OUT BOARD DRUM

HUB CAP CIRCLE 6-P.C.D. 139.7 mm

PILOT DIA 222.9 mm

BOLT CIRCLE 10-P.C.D. 285.75 mm

WEIGHT (HUB) 36 LBS
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PART #BRAKE DRUM
7028

SPECIFICATION
BRAKE SIZE 16.5” X 7”

OVERALL DEPTH 268.2 mm

PILOT DIA 222.9 mm

BOLT CIRCLE 10-P.C.D. 285.75 mm

BRAKE SURFASE 193 mm

WEIGHT (BRAKE DRUM) 112 LBS
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PART # DescriptionHUB & DRUM ASSEMBLY
5025 Non-ABS

5025 T ABS

7011 T       ABS

7011  Non-ABS
HUB3

HM 212011Outer Bearing Cup2

7028Brake Drum1

Part No.Part NameNO

101161Hub Bolt6

51403ABS Ring5

HM 218210Outer Bearing Cup4

Part No.Part NameNO
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Material Inspection Report Inspected Date : Mar 03, 1999

O.K9B19FCD4507011HUB

DecisionLOT No.Material GradePart No.Part Name

1. CHEMICAL COMPOSITION

0.0090.0160.030.0080.0370.002RESULT

0.04 Max0.025 Max0.40 Max0.15 Max0.08 Max0.025 MaxSPEC

VAlCuMoCrNiComposition

0.0510.0030.0140.0420.302.313.43RESULT

0.025 ~ 0.0800.025 Max0.025 Max0.10 Max0.2 ~ 0.62.0 ~3.0 3. 0 ~ 4.0SPEC

MgTiSPMnSiCComposition

2. PHYSICAL PROPERTIES

OK80808050 MinFerrite (%)

OK20202050 MaxPearlite (%)

OK90909080 MinNodularity (%)

OKI, III, III, IIType I, Type IIGraphite Type

Micro 
Structure 

(x 100)

Decision
RESULT

SPECPROPERTIES

OK163159163143 ~ 217Brinell Hardness (HBN)

OK15.6516.0715.710 MinElongation (%)

OK52.752.352.545 MinTensile Strength(Kg.f/mm2)

S3S2S1

r
( 100, 3% Nital)

Microphotograph
( X 100, 3% Nital)
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Inspected Date : Mar 04, 1999

ACCEPT24/02/991SCM435101161HUB-BOLT

DecisionLOT No.Material GradePart No.Part Name

1. CHEMICAL COMPOSITION

2. PHYSICAL PROPERTIES

Ferrite + Carbide

Pearlite Base

Graphite Size

Graphite Type

Micro 
Structure 

(x 100)

Decision
RESULT

SPECPROPERTIES

OK3535.53632 ~ 38Brinell Hardness (HRC)

OK242720 %Elongation (%)

OK68.268.755 MinTensile Strength(Kg.f/mm2)

S3S2S1

0.1820.0191.0820.00710.02340.750.2600.358S2

0.1760.0201.0900.00750.02460.710.2640.360S1
RESULT

0.15 
~ 0.30

0.90 
~ 1.20

0.030 
Max

0.030 
Max

0.60 
~ 0.85

0.15 
~ 0.35

0.33 
~ 0.38SPEC

MoCuCrSPMnSiCComposition

Microphotograph
 : TEMPERD MARTENSITE

( X 200, 5% Nital)

Material Inspection Report
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Material Inspection Report Inspected Date : Mar 04, 1999

ACCEPT9B11GC257028B/DRUM

DecisionLOT No.Material GradePart No.Part Name

1. CHEMICAL COMPOSITION

2. PHYSICAL PROPERTIES

OK5 %5 %10% MaxFerrite + Carbide

OK95 %95 %90 % MinPearlite Base

OK4 ~ 54 ~ 5No 4 ~ 5Graphite Size

OKAAASTM A247 VII   (A TYPE)Graphite Type

Micro 
Structure 

(x 100)

Decision
RESULT

SPECPROPERTIES

OK212212217207 ~ 255Brinell Hardness (HBN)

Elongation (%)

OK29.129.425 MinTensile Strength(Kg.f/mm2)

S3S2S1

3.260.5340.3120.0640.0450.721.923.26S2

3.160.5100.3260.0710.0430.632.003.16S1
RESULT

3. 0
~4.0

0.40 
~0.80

0.20 ~ 
0.40

0.10 
Max

0.10 
Max

0.60 
~0.90

1.6 
~2.2

3. 0
~4.0SPEC

SnCuCrSPMnSiCComposition

Microphotograph
 ( X 100, 3% Nital)
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Test Certification

JB Brananne, Inc.

JB Brananne, Inc.


	03-1. Hub & Drum Assembly
	04-1. Hub & Drum Assembly
	05-1. Hub & Drum Assembly
	06-1. Hub & Drum Assembly
	07-1. Hub & Drum Assembly
	08-1. Hub & Drum Assembly
	09-1. Hub & Drum Assembly
	10-1. Hub & Drum Assembly
	11-1. Hub & Drum Assembly



